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Crystal structures of poly-paraphenylene
oligomers containing pendant phenyl groups
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The room temperature crystal structures of 1,2.4-triphenylbenzene (TPB), C24Hs; 2 2 4s-diphenyl.p -

quinquephenyl (DPQ), C4,H31; and 22,6-diphenyl-p-septiphenyl (DPS), C,H 38, have been investigated
as part of a research programme in rigid-rod polymers, materials which are of great interest for aerospace
and electro-optical applications. The molecules are non-planar. in contrast to the planar structures found
at room temperature for the unsubstituted polyphenyls. The oligomer axis does not align with any of the
crystallographic axes. The pendant-oligomer bond, however, does align with the longest crystallographic
axis. The pendant torsion angle is greater than 450 and increases with increasing chain length. Knowledge
of molecular structure and crystal packing of oligomeric model compounds will be useful in further
calculations of mechanical, optical. and electro-optical properties for the corresponding rigid-rod polymer
structures.

(Keywords: polyphenyls: poly-p-phenylenes; crystal struaure; rigid-rod polymers: conducting polymers)

INTRODUCTION have the general structure,

The past few years have seen the activity in the area of
conducting polymers grow at a very rapid rate. The
widespread interest in conducting polymers clearly reflects
their perceived technological potential'. Attention has /
focused on the pi-bonded polymers such as poly-
paraphenylene (PPP) for several reasons. It can be B A
oxidized to a polymeric cation rather than undergo other
chemistry and thereby be made electrically conducting; -2

it is thermally stable: pi-orbital overlap may create
interesting non-linear optical (NLO) properties: and
improved methods have been reported for the synthesis
of oligomeric soluble prepolymer-.

The generation of charge carriers in the polyphenyls
occurs by doping and the subsequent formation of ionic
species. e.g.. a polymeric cation and a counter ion. where n= I for DPQ and n =3 for DPS. Letters (A, B,
Electrical conductivity as high as 500 ohm -I cm -I has been etc.) refer to the connecting bond along the main chain
achieved with dopants such as Li. K. and AsF 5 (ref. 3). and the Greek letters (41 and n) refer to the torsion angles
The polymer chains, as for organic molecules in general, between adjacent phenyl groups. These compounds were
adopt a different conformation in the ionized state synthesized in order to obtain a better understanding of
compared to the neutral state. Conformation differences how rigid-rod molecules pack in solids and how chain
would lead to changes in the amount of pi-orbital overlap length affects packing. In addition, recent calculations'
along the polymer axis as well as affect the electro-optical have indicated that PPP is a very stiff molecule which,
properties of the polymer. if processed into fibres using high molecular weight
In an ongoing study of PPP as new electrically polymer. would have very high tensile modulus.

conducting rigid-rod polymers. the room temperature
structures of 22,41-diphenyl-p-quinquephenyl (DPQ),
22.6-diphenyl-p-septiphenyl (DPS), and 1.2,4-triphenyl- EXPERIMENTAL
benzene (TPB) have been determined. TPB was included Oligomers were synthesized by Bruce Reinhardt, Materials
in the present study because its room temperature crystal Laboratory, Wright Patterson Air Force Base, according
structure had not been reported. The first two compounds to a new method which involves intermolecular cycliz-

ation". The highly crystalline samples required no
-To whom correspondence should be addressed additional purification and/or crystal growth. Density
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Crystal structures of poly-paraphenylene oligomers.: K. N. Baker et al.

measurements were made by flotation in ritixed solvents Table 2 Atomic positions of 1.2.4-triphenylbenzene. Numbers in
containing methyl alcohol and methylene chioridi. parentheses are estimated standard deviations in the least significant

Reflection data were collected on an Enraf Nonus digits
--- CAD4 diffractometer coupled with a DEC micro PDP- I I Ao 'computer and processed on a VAX 11/730 using software Ao ~

in the Structure Determination Package (SDP) 5 . Structure Ci 0.660512) 0. 1066t 1 -0.02818(9) 3.5101
solutions were determined by MU LTAN 11/82'6 and C2 0.6238(2) 0.0967(1) -00998014 3.93041
SHELXS-86'. The method of refinement followed the C3 0.569842) 0.434244) -0139041) 4.3801,

C4 0.551612) 0.223341) -0.107601) 4.76(51general scheme: 11) isotropic refinement of carbon atoms CS 0.58750) 0.2341(j) -0-0369(1) 5.7615 1
using unit-weighted reflections. (2) isotropic refinement C6 0.641912) 0.1764(1) 0.002211) 5.17(51
of carbon atoms using unit-weighted reflections; hydrogen C7 0.718642) 0.0445(l) 0.01392(9) 3.4613 1
atoms. with fixed thermal factors, positioned in idealized CS 0.6704421 -0027911 0.0092(01 3.87141

gemtisad osrie o t tahdcarbon atom C9 0.72642) -0.0854(4) 0.0482)0(94 3.84441geoetie an cnsraiedtoitsatacedCIO 0.832702) -0.0736(14 0.0926409) 3.3803.
-with a bond length of 0.95 A; (3) anisotropic refinement cnl 0.881342) -0.000711) 0.09839(94 3.34031

of carbon atoms using unit weights with hydrogen atoms C12 0.823212) 0.0567(t) 0.0592219 ) 3.6514.
still constrained to attached carbon atoms: (4) anisotropic C13 0.8905(2) -0.13974 4) 0.1-1927(94 3.5741
refinement of carbon atoms to convergence using La2 (F) C14 0.813342) -0.189141) 0.16760)4 4.24041

C15 O0.84) -02526(t) 0.199101 5.0351weights with hydrogen atoms riding on attached carbon C16 0.9928(3) -0.268241) 0.1922014 5.53(51
atoms. Subsequent isotropic refinement of hydrogen C17 4.0707(2) -0.2197(1) 0.154711) 5.53(5)
atoms, as expected. did not yield appreciably better cis 1.02106(2) -01558(1) 0.123611) 4.49(41
results due to the reduced data-to-parameter ratio. C19 0.9919(2) 0.01889(9) 0.14651(91 3.41041

C-70 0.9958(2) -0.0032(ti 0.2188(f) 4.2601,
C21 1.09"02) 0.0184(4) 0.2634044 5.17151
C22 1.194012) 0.0621(4) 0.2362044 5.21051
C23 1.1915(2) 0.0842(l) 0.164741) 5.0215 1RESULTS C24 1.0940(2) 0.062911) 0.420414) 4.153441
H42 0.637 0.030 -0.122 5.0Table I lists crystallographic and data collection par- H3 0.543 0.146 -0.188 5.6

ameters. and final refinement results. Figure I shows the 444 0.516 0.263 -0.135 6.0
TPB molecule with the carbon atoms labelled. Tables 2 H5 0.575 0.282 -0.015 6.9
and 3 contain the atomic positions, bond distances, and H46 0.666 0.184 0.031 6.5
bond angles. respectively. Figure 2 shows a stereo view H8 0.599 -0.038 -0.022 5.0

449 0.691 -0134 0.045 4.8of the molecular packing in the unit cell. 4442 0.857 0.106 0.063 4.6
DPQ is shown in Figure 3 with the carbon atoms of 4414 0.724 -0.179 0.172 5.3

the asymmetric unit labelled. Tables 4 and 5 present the H15 0.810 -0286 0.226 6.4
atomic positions. bond distances, and bond angles. 4416 1.028 -0.312 0.213 7.0

H147 1.160 -0.230 0.130 6.9respectively. The stereo view of the molecular packing in 4448 1.076 -0.122 0.098 3.7
the url' cell is shown in Figure 4. The molecule possesses H420 0.9219 -0.034 0.237 5.4
a centre of symmetry. H421 1.097 0.003 0.313 6.6

The DPS molecule with the carbon atoms of the 4422 1.263 0.077 0.267 6.3
asymmetric unit labelled is shown in Figure 5. Atomic H23 1.260 0.114 0.146 6.6

c H4 1090.079 0.071 5.4positions, bond distances, and bond angles are presented 42 .8

Table I Crystal data

Name I .2.4-Triphenyl benzene 22.41-Diphen..i-p-quinquephenyl 22.65.DiphenyI-p-septiphenyl

-___-Formula C2.4"18  C,,H 30  C5,H 3@
FW 306.4 534. 686.9
T, (*C) 123 288 375
Space group Pbca P2, c P1
Z 8 4
a iAi 10.36846) 6.3043) 11.71302)
b (Ai 17.898(4) 31.43749) 13.59612)
c (A) 18.474(3) 7,65103) 6.13842)
x (degrees 1 90.0 90.0 102.3342)
0 (degrees 1 90.0 406.48(4) 96.3442)
-,- degreesl 90.0 90.0 102.71414
Vol IAI4  3428.34 1456.4(2) 948.3484

-- Density,,, ig; cm-) 1.187 1.219 1.242
Density.., IS cm3

1 1.186 1.188 1.236
Number of total reflections 49698 5204 3338
Number of unique reflections > 3a 4839 4061 1537
Number of parameters %arned 217 490 244

R,0.036 0.049 0.046
ItWo 0.030 0.061 0.062

.R E IF.,11F1
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Crystal structures of poly-paraphenylene oligomers: K. N. Baker at al.

Talk 3 Bond distances and angles for l.2.4-triphenylbenzene. Numbers in parentheses are estimated standard deviations in the least significant digit

Atom I Atom 2 Distance (A). Atom I Atom 2 Distance (A)

CI C2 1.398(2) C11 C12 1.39613)
Cl C6 1.382(3) CiI C19 1.4812)
Cl C7 1.486(2) C13 C14 1.38713)
C2 C3 1.377(3) C13 cis 1.38343)
C3 C4 1.379(3) C14 CR5 1.38213)
C4 C5 1.37313) cis C16 1.36913)
C5 C6 1.38103) C16 C17 1.373(3)
C7 C8 1.392(3) C17 cis 1.382(4)
C7 C12 1.387(2) C19 C.10 1.39403)
C8 C9 1.383(3) C19 C24 1.38443)
C9 CIO 1.393(3) C-10 C21 1.380(4)
CIO CII 1.405(2) C21 C22 1.38143)
CIO C13 1.489112) C22 C23 1.38003)

C23 C24 1.382(2)

Atom I Atom 2 Atom 3 Angle (deg) Atom I Atom 2 Atom 3 Angle (degi

C2 CI C6 117.8(2) C12 CiI C19 118.0(2)
C2 Cl C7 121.002) C7 C12 CII 122.5(2)
C6 C1 C7 121.3(2) CI0 C13 C14 120.402)
CI C2 C3 121.2(2) CIO C13 C18 121.502)
C2 C3 C4 120.4(2) C14 C13 C18 118.002)
C3 C4 CS 119.412) C13 C14 C15 121.2(2)
C4 C5 C6 120.203) C14 C15 CR6 120.0(2)
CI C6 C5 121.3(2) C15 C16 C17 119,403)
CI C7 C8 121.2(2) C16 C17 cR8 120.9(2)
CI C7 C12 121.102) CR3 C18 CR7 120.4(4)
C8 C7 C12 117.7(2) Cli C19 C20 121.7Q2)
C7 C8 C9 120.612) CII CR9 C24 119.7(2)
C8 C9 CR0 121.8(2) C20 C19 C24 118.6(2)
C9 CI0 CII 118.2(2) CR9 C20 C21 121.0(2)
C9 CI0 CR3 117.9(2) C-10 C21 C22 119.7(2)
ClI CI0 C13 123.9(2) C21 C22 C23 120.0(2)
CI0 CR1 C12 119.2(2) C22 C23 C24 120.4(2)
CIO CII CR9 122.912) CR9 C24 C23 120.442)

temperature. The values are not significantly different
C22 C23than the corresponding distances in the unsubstituted

C21 C24PPP ". A significant shortening of these bond distances

C2 in the substituted oligomers would have indicated more
C16 C19double bond character and increased electron delocaliz-

C17 cisation. It should be noted that the contribution of the
C14 CO C12quinoid resonance structure is believed to increase upon

doping of PPP' with alkali metals. This is accompanied
is C13 C I Iby a decrease in aromaticity and an increase in electron

CS CI C6delocalization. Thus, it is not certain whether pendant-
C9 C7 C5containing PPP could therefore be doped with alkali

metal ions to produce better electronic conductors and/or
C2 C4 NLO materials.

C3 The bond angles are very close to the expected 120-
value with the largest deviations in angles associated with

Figure I I.2.4-Triphenylbenzene with carbon atom ellipsoids drawn connecting phenyl units. The oligomer axis of each
at the 50% probability leel molecule is essentially coaxial and small deviations are

probably due to steric hindrance of the phenyl pendant

in Tables 6 and 7, respectively. Figure 6 depicts a stereo groups. Deviations of the oligomer axis carbon atoms
view of the molecular packing of the structure in the unit from the best least squares line fit. plotted in Figure 7.
cell. This molecule also possesses a centre of symmetry. show that DPS is distorted the most of the three
(Observed and calculated structure factor amplitudes and oligomers. When viewed down the chain axis. DPQ has
other details of the structure analysis have been deposited a small sinusoidal-shaped wave perpendicular to the
at the British Library Copyright Receipt Office* as plane of the central ring, whereas TPB and DPS are
supplementary material to this paper.) bowed. The terminal phenyl ring of TPB (C13-C18) is

7T from being collinear with the oligomer axis. These

DISCUSSION contortions of the oligomer axis are shown in Figure 8.
In all three oligomers. the oligomer axis does not align

Table 8 summarizes the bond lengths between neigh- with any of the crystallographic axes. however. the bond
bouring phenyl units for structures determined al room connecting the pendant to the oligomer aligns preferen-

'British Library Copyright Reeipt Office. 2 Sheraton Street. London tially along (or nearly so) one of the crystallographic

WIV 4BH. UK axes. In TPB the pendant-oligomer bond aligns close to

POLYMER, 1990, Vol 31, September 1625



Crystal structures of poly-paraphenylene o/igomers: K. N. Baker et al.

Figure 2 Stereo view of the partial contents of the unit cell of TPB. Selected molecules are omitted for clAiity. The b
axis is horizontal and the c axis is vertical

Table 4 Atomic positions of 2'.4'-diphenyl-p-quinquephenyl. Num-
9 C20 'bers in parentheses are estimated standard deviations in the least

Cie C21V C2 significant digit

C1 C6 C 3Atom X-

C1 I 7CCl 0.8032(5) 0.0213(1) 0.9088(4) 3.681
C2 1.1965(5) 0.0219(11 1.0586(51 4.488
C3 1.00161) 0.0428(11 0.9683(5) 4.4081

C1 5 C4 0.5973(5) 0.0439(11) 0.8084(4) 3.670'
CS 0.5685(5) 0.0868(11 0.8359(4) 3.79171
C6 0.3824(5) 0.1093(11 0.7367(4) 3.42(71

Figure 3 2V.45-Diphenyl-p-quinquephenyl with carbon atom ellipsoids C7 0.220315) O.08771l) 0.6023(41 3.67o17
drawn at the 50% probability level C8 0.2476(5) 0.0446111 0.5776(4) 4.25181

C9 0.4317(5) 0.0227(I) 0.6810(5) 4.221S
CIO 0.025615) 0.1101111 0.4820(4) 3.661,
Cli 0.047615) 0.1467(11 0.3885(5) 4.51 S
C12 -0.1353(6) 0.166911) 0.2777(5) 5.311
C13 -0.3438(6) 0.15121) 0.2611(51 5.411

. .€' C14 -0.368816) 0.1145t1) 0.349045) 5.37(91
t ,t t , Cis -0.186915) 0.0937(1) 0.4609(5) 4.48(81

,A., C16 0.3637(5) 0.154811) 0.7810(4) 3.83181
C17 0.1831(6) 0.1700(1) 0.8328(5) 4.92(9)

'c., . V ,, ) ; ,J C18 0.1711(7) 0.211711) 0.8807(61 6.2(11
• C19 0.337617) 0.239511 0.8793(6) 6.6(11

4 C20 0.5186(71 0.225211) 0.8288(6) 6.0111
C21 0.5316(6) 0.18321) 0.7798(51 4.70191
H 2 0.665 -0.044 0.874 4.0
H3 1.004 0.073 0.947 5.2
H5 0.678 0.101 0.926 4.5
H 8 0.138 0.030 0.488 5.5
H9 0.445 -0.007 0.663 5.5
HI I 0.191 0.158 0.402 5.3
H12 -0.117 0.192 0.212 6.4
H13 -0.471 0.166 0.190 6.9
H14 -0.512 0.103 0.333 6.5
H15 -0.206 0.069 0.524 5.8

- " H17 0.066 0.151 0.835 6.0
r / f * HIS 0.048 0.222 0.917 7.9

H19 0.330 0.268 0.914 8.2
H20 0.633 0.245 0.825 7.1

H21 0.657 0.173 0.746 5.6

V a. while the pendant-oligomer bond in DPQ and DPS
aligns approximately parallel to the b axis. In results to
be published. para-quinquephenyl and para-sexiphenvi

Figure 4 Stereo view of DPQ showing molecular packing in unit cell. have their oligomer axes preferentially aligning with b
Molecules positioned on front corners are omitted for clarity. The c (ref. 12). Thus, with the exception of TPB, the pendant.
axis is horizontal and the b axis is vertical oligomer bond aligns with the longest crystallographic

1626 POLYMER, 1990, Vol 31. September



Crystal structures of poly-paraphenylene oligomers:- K. N. Biker et al.

TableS D ond distances and angles for 22.43.diphenyl-p-quinquephenyl. Niumbers in parentheses are estimated standard deviations in the lea.st
significant digit

--- Atom I Atom 2 Distance IA) Atom I Atom 2 Distance (A)

Cl C3 1.38114) Ca C9 1.388(4)
CI C2 1.38014) CIO CII 1.382051
C2 C30 1.392141 CIO cis 1.401(4)
C3 C2* 1.392(4) CIt C12 1.379(4)
Cl C4 1.490(4) C12 C13 1.379(4)
C4 CS 1.38504) C13 C14 1.36716)
C4 C9 1.38(4) C14 cis 1.387(5)
C5 C6 1.38915) C16 C17 1.39005)
C6 C7 1.405(4) C16 C21 1.38505)
C6 C16 1.483(4) C17 C18 1.36715)
C7 CS 1.385(s) Cl8 C19 1.367(6)
C7 CIO 1.489(4) C19 C20O 1.377(6)

C20 C21 1.382(5)

Atom I Atom 2 Atom 3 Angle (deg) Atom I Atom 2 Atom 3 Angle Ideg)

C2 CI C3 117.1(4) C4 C9 CS 120.503)
CI C2 C3* 120.5(4) C7 CIO CII 122.013)
Cl C3 C20 121.7(41 C7 CIO C15 119.5(4)
C2 C30 cis 121.7(4) C11 CIO CI5 118.503)
C3 C20 C1* 120.5(4) CIO CII C12 120.903)
C3 CI C4 121.0(4) CII C12 C13 120.304)

___CI C4 Cs 121.203) C12 C13 C14 119.7(4)
CI C4 C9 120.9(3) C13 C14 C15 120.9(4)
C5 C4 C9 118.103) CIO C15 C14 119.8(4)
C4 C5 C6 122.4(4) C6 C16 C17 121.5141
C5 C6 C7 118.8(4) C6 C16 C21 120.7(3)
C5 C6 C16 118.103) C17 C16 C21 117.9(31
C7 C6 C16 123.003) C16 C17 CIS 121.115)
C6 C7 CS 118.714) C17 C1S C19 120.704)
C6 C7 CIO 122.1(3) CI8 C19 C20O 119.4(4)
C8 C7 CIO 119.4(4) C19 C20 C21 120.3041
C7 CS C9 121.603) C16 C21 C00 120.7(41

for~C cistv The aC2s shoiona

C2YM R 1990 Vol 31, September 627



Crystal structures of poly-paraphenylene oligomers: K. N. Baker et al.

Tabe 6 Atomic positions of 2.,6.dipheny.p-sptiphenyl. Numbers in parentheses are estimated standard deviations in the least significant digit

Atom x y 8 A) Atom x y 8 (A)

CI 0.5955(2) 0.533442) 0.3887151 3.77(6) C24 1.1891(3) 1.0774(2) -0.2842(6) 5.77(9)
C2 0.5515(3) 0.6040(2) 0.532201 4.39(7) C25 1.2395(3) 1.1418(2) -0.0761(6) 5.46(8)
C3 0.5417(3) 0.4279(2) 0.3591151 4.35(7) C26 1.2498(3) 1.100)5(2) 0.1086(6) 5.63(9)
C4 0.6961(2) 0.568112) 0.273941 3.68(6) C27 1.2106(3) 0.9936(2) 0.0831(5) 4.86(8)
CS 0.6946(2) 0.5225(2) 0.048410t 4.1447) H2 0.584 0.686 0.542 4.0
C6 0.7882(2) 0.5537(2) -0.0607151 4.027) H3 0.581 0.376 0.252 4.0
C7 0.8867(2) 0.6335(2) 0.054341 3.64(6) H5 0.616 0.461 -0.056 5.3
CS 0.8885(2) 0.6795(2) 0.281515) 4.00(7) H6 0.780 0.520 -0.236 5.1
C9 0.7949(2) 0.6472(2) 0.3898151 3.9617) HS 0.965 0.737 0.377 5.1
CI0 0.985912) 0.670112) -0.0632141 3.72(6) H9 0.801 0.681 0.560 5.0
CII 1.0330(2) 0.6003(2) -0.2050N5, 4.10(7) HII 0.999 0.519 -0.223 5.3
C12 1.1240(2) 0.6361(2) -0.3156151 4.02(7) HI2 1.164 0.586 -0.415 5.3
C13 1.1701(2) 0.7422(2) -0.292751 3.71(6) HIS 1.001 0.828 0.064 4.8
C14 1.1220(2) 0.8133(2) -0.1541141 3.64(6) H17 1.188 0.679 -0.719 5.7
C15 1.0324(2) 0.7763(2) -0.0412151 3.79(6) HI8 1.337 0.717 -0.932 7.4
C16 1.2689(2) 0.7753(2) -04146151 3.87(6) H19 1.520 0.852 -0.735 7.6
C17 1.2621(3) 0.7288(2) -0.6430(51 4.42(7) H20 1.536 0.938 -0.309 7.2
C18 1.3543(3) 0.7581(2) -0.758415) 5.70(8) H21 1.378 0.882 -0.126 6.0
C19 1.4544(3) 0.8336(2) -0.6477161 6.00(91 H23 1.105 0.920 -0.476 6.0
C20 1.46373) 0.8798(2) -0.4215161 5.67(9) H24 1.172 1.102 -0.430 7.4
C21 1.3727(2) 0.8515(2) -0.3039151 4.57(7) H25 1.274 1.230 -0.048 6.8
C22 1.1624(2) 0.9279(2) -0.12745) 3.77(6) H26 1.291 1.148 0.283 7.1
C23 1.1510(3) 0.9711(2) -0.3105151 4.89(8) H27 1.221 0.967 0.224 6.1

Table 7 Bond distances and angles for 22,6-diphenyl-p-septiphenyl. Numbers in parentheses are estimated standard deviations in the least sigmnficant

digit

Atom I Atom 2 Distance I A) Atom I Atom 2 Distance (AI

CI C2 1.387(4) C13 CR4 1.404(4)
C! C3 1.397(3) C13 C16 1.487(5)
C2 C30 1.380(4) C14 CIs 1.384(4)
C3 C20 1.380(4) C14 C22 1.4933)
Cl C4 1.481(4) C16 C17 1.395(4)
C4 C5 1.387(4) C16 C21 1.404(3)
C4 C9 1.393(4) C17 Cis 1.390(5)
C5 C6 1.383(4) CI8 C19 1.372(4)
C6 C7 1.394(4) CR9 C0 1.378(5)
C7 C8 1.397(4) C20 C21 1.3845)
C7 CI0 1.486(4) C22 C23 1.382(4)
C8 C9 1.384(4) C22 C27 1.380(4)
CI0 CI! 1.395(4) C23 C24 1.384(4)
CI0 C15 1.399(3) C24 C25 1.386(4)
CII C12 1.382(5) C25 C26 1.374(5)
C12 C13 1.395(4) C26 C27 1.393141

Atom I Atom 2 Atom 3 Angle Ide8) Atom I Atom 2 Atom 3 Angle (deg )

C2 C1 C3 117.113) C12 C13 C14 118.73)
C2 Cl C4 121.5f2) C12 C13 C16 118.6(21
C3 C! C4 121.42) C14 CR3 C16 122.8(21
CI C4 C5 120.912) C13 C14 C15 119.3(2)
Cl C2 C3* 121-8(2) C13 CR4 C:2 122.2(2)
Cl C3 C20 121.1121 Ci5 C14 C22 118.5(2)
C2 C3" CIO 121.112) CI0 C15 C14 122.4(3)
C3 C2" CI" 121.8(2) CI3 C16 C17 120.53)
C1 C4 C9 120.9(21 C13 C6 C21 121.6(2)
C5 C4 C9 118.213) CR7 C16 C21 117.83)
C4 C5 C6 121.521 CR6 CI7 CR8 121.1(2)
C5 C6 C7 120.342) CR7 CI8 C19 120.131
C6 C7 CS 118.2131 CIs C19 C20 119.913)
C6 C7 CIO -20.8121 C19 C20 C21 120.82)
C8 C7 CI0 121.0(2) CR6 C21 C20 120.33)
C7 CS C9 121.113) C14 C22 C23 121.2(2)
C4 C9 CS 120.612) C14 C22 C:7 120.4(3)
C7 CIO CI 121.62) C23 C22 C27 118.4(2)
C7 CI0 Ci5 120.712) C22 C23 C24 120.9(2)
CII CIO Ci5 117.713) C23 C24 C25 120.531
CIO CII CR2 120.62) C24 C25 C26 119.53)
CII C!2 C13 121.4(3) C25 C26 C27 120.1(3)

C22 C27 C26 120.6(4)
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TAWe I Summary of bond lengths between pbenyl units measured at room temperature. Nomenclature of the phenyl links is relative to the Centre
of symmetry in the molecule such that the phenyl link is that bond which lies on the symmetry centre or the nearest phenyl link if the symmetry
centre exists at a phenyl unit (see general structurei. Numbers in parentheses are estimated standard deviations in the least significant digit. P
means planar conformation and N means non-planiar conformation

Compound name A IA) B (Al c (A) x (A) Conformation

Biphenyl' 1.495(5) - p
p-Terphenyl' 1.505(5) - -p

p-Quaterphenyl' 1.502(4) 1.486(5) -- p
p.Quinquephenyl'" 1.481(5) 1.482(5) - - p
p-Sexiphenyl " 1.51*(6) 1.501(s) 1.46118) - P
1.2.4-Triphenyl-benzene 1.486(2) 1.489(2) - 1.489(2) N
22.45-Diphcnyl-"~uinquephenyl 1.490(4) 1.489(4) -1.483(4) N
22.65-Diphenyl-p-septiphenyl 1.481(4) 1.486(4) 1.487(5) 1.493(3) N

axis. The short chain axis of TPB and lack of molecular
0 ees symmetry appear to play an important role in this

alignment.
The addition of t&e phenyl pendant groups disrupts

0.015 the planarity of the polyphenyls observed in the room
temperature structures of biphenyl' 3. para-terphenyl t

2 para-quaterphenyl ", para-quinquephenyl and para-sexi-
- o005 phenyl"2 . as seen in Tables 9 and 10. This is most

E probably due to steric hindrance of the pendant groups
o with the oligomer chain and crystal packing forces.

A -0.00 Hydrogen-to-hydrogen distances between phenyl rings
H2H nDS o xml) r prxmtl qa

j to 2.5 A. Hydrogen atoms on the terminal phenyl ring
-0.045closest to the pendant group are approximately equi-

distant from one of the ortho hydrogen atoms on the
pendant group. In DPQ, for example. H I1I and H 15 on

____0.0_______________ the terminal phenyl ring are both approximately 3.6 A
0 3 6 g 12 15 is from H17 on the pendant ring (see Figure 9). The

corresponding values in DPS are 3.7A. For the three
pendant-substituted oligomers. the pendant hydrogen

carbn 'i atom-to-terminal phenyl hydrogen atom contact increases

Figure 7 Deviation of the carbon atoms composing the oligomer axis to fi e 3.7h(fo ppoiatl .A in DPS)
from least squares tineto37Ai P)

The average torsion angle within the oligomer chain

700
FigurilU View down oligomer axes of TPB. DPQ. and DPS showing tortuosity of
axis
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Talk 9 Torsion angles of straight chain polyphesyls. The torsion angles are labelled relative to the symmetry centre of the molecule such that if
a symmetry centre exists on the bond connecting two phenylunits the torsion angle refers to the two adjacent rings. If a centre of symmetry exists
in a phenyl unit the torsion angle refers to the nearest chain link (see general structure)

Nam Formula Temperature (K) 0k, (deg) $'2 Ideg) 0'3 Ideg)

Biphenyl C11Ht 0  29813 0 -
409 0 -

p-Terphenyl C18H1, 298"4 0 -
110 1S 16 -

p-Quaterphenyl C24H, 298" 0 0 -
11016 17.1 22.7 -

p-Quinquephenyl C30HI, 29812 0 0 -
110 Work in progress

p-Sexiphenyl C16H1  29812 0 0 0
110 Work in progress

p-Septiphenyl C42H30  298 Work in progress
110 Work in progress

Table 10 Torsion angles of pendant polyphenyls. The torsion angles are labelled relative to the symmetry centre of the molecule such that if a
symmetry centre exists on the bond connecting two phenyl units the torsion angle refers to the two adjacent rings. If a centre of symmetry exists
in a phenyl unit the torsion angle refers to the nearest chain link. Pendant refers to the torsion angle between the pendant group and the phenyl
group to which it is attached (see general structure)

Name Formula Temperature (K) 0'1 (deg) u0Z (deg) 0l3 Idegl n (deg)

1,2,4-Triphenyl-benzene C24H,g 298 42.8 49.8 - 48.4
110 Work in progress

2' ,3'-Diphenyl-p-quaterphenyl C36H26 298 Work in progress
110 Work in progress

2',O4-Diphenyl-p-quinquephenyl C, 2H3o 298 -28.0 51.2 - 55.7
110 Work in progress

2.5'-Diphenyl-p-sexiphenyl C,,H34  298 Work in progress
110 Work in progress

22.6'-Diphenyl-p-septiphenyl C54H g 298 43.2 -45.6 48.6 61.0
110 Work in progress

90

'T70
N17

3.61 A so!IM\3.62A 4
C0

(mNmbrof e2l OIgm

-30
0

10

0.
1 2 3 4 5 6 7 8 9 10

Number of Ph"nl Unia In OUots er Chain

Figure 10 Graph of pendant torsion angle vs. total number of phenyl
units in oligomer chain

Figure 9 Hydrogen atom repulsion distances between pendant and large difference unique to this oligomer is not clear at
oligomer axis for 22.4-diphenyl-p-quinquephenyl this time.

The torsion angle between the pendant group and the
is 45, which is approximately twice the value of 23: oligomer chain is greater than 45 . increasing with chain
predicted for PPP from structural data and further length. As the hydrogen atoms of the main chain
supported by ab initio quality quantum mechanical approach the hydrogen atoms of the pendant group.
calculations3 . The exception is DPQ which has torsion the pendant torsion angle decreases. This trend is not
angles of approximately -28 at the centre ring. but yet understood and more measurements on different
angles of 51 for the terminal ring. The reason for this model systems are under consideration. Fully-optimized
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